
[image: image1.png]SEAC




MFD NON-COMPLIANCE REPORT # 4488

Date: 3/303



Job #: 17131
Sub ID: 67
Part Number: PF-341-392-29

Part Description: U BRACKET BASE PLATE (HOM LOAD)

Engineer: A. HILL
Ext: 4453
Reason For Non-compliance:  

Thickness 0.187 ± 0.005 measures 0.179” (-0.003” out of tolerance)

See Inspection Report
Use as is per A. Hill 4/3/03
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