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MFD NON-COMPLIANCE REPORT # 5119
	PART NAME:
	FWD LEB CHAMBER OUTER
	DATE:
	11/17/04

	PF/SA NO.:
	PF-343-450-42
	INSPECTOR:
	K. CABAN

	WORK ORDER NO.:
	18622-2
	ENGINEER:
	S. METCALFE
	EXT.:
	8694

	VENDOR
	LBNL
	ROUTE TO:
	MFD HUB


	Reason For Non-Compliance:
	Action (UAI,RWK,SCRP)

	1. |d|.005|B|D| measures 0.01124 which is 0.00624 out of surface profile to Datums “B” and “D”, see profile plot (PROF_BORE).

2. |d|.015|A-B|C-D|E| surface profile asks for a smooth transition from section A-A profile.
a. The R 1.000 at section A-A is supposed to smooth transition into a R .250, where it does not on the actual part.  See plot (PROF_INNER1).

3. There is a lip on a machined surface on the angled side.  Discuss with Inspector.
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