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MFD NON-COMPLIANCE REPORT # 7051
Date: March 23, 2004
Job #: 18394-6 
Part Number:  PF-293-142-34




Part Description: Surface Sample 6
Engineer:  Atkinson/Pivi x3717  x3546
Reason For Non-compliance:

1.  n1.016” `.005” IS OVERSIZED BY .0117”
2.  |d|.002|A|B| IS OUT (SEE BELOW)
      31X |20~| ARE 15~-17~
      31X |.039| ARE .029-.030
Action Taken:

Engineer Signature: __________________________
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