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MFD NON-COMPLIANCE REPORT # 7110
	PART NAME:
	Male Skarpaas Flange
	DATE:
	10/21/05

	PF/SA NO.:
	PF-767-171-01
	INSPECTOR:
	T. Nakashima

	WORK ORDER NO.:
	19947-1
	ENGINEER:
	J. Chan
	EXT.:
	5084

	VENDOR
	MFD
	ROUTE TO:
	MFD Hub


	Reason For Non-Compliance:
	Action (UAI,RWK,SCRP)

	Surface Finish Only v32
1. Batch 138-152 (no. #152 tested) v56 
2. Batch 153-167 (no. #167 tested) v54
3. Batch 168-182 (no. #178 tested) v60
Please note Qty: 11 from Batch 138-152 are on W.O. 19947-1 the remainder are on W.O. 20012-1

Denise also requested Batch 228-257 tested for Surface Finish:

1. #228 v52
2. #229 v60
3. #230 v50
4. #231 v42
5. #232 v44
6. #233 v54
7. #234 v48
8. #237 v54
9. #238 v52


	


	Engineer Signature:
	
	Date:
	


