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MFD NON-COMPLIANCE REPORT # 7120
	PART NAME:
	Body Brazement
	DATE:
	Dec/.15, 2005

	PF/SA NO.:
	SA-380-514-05
	INSPECTOR:
	Nakashima

	WORK ORDER NO.:
	20128-2
	ENGINEER:
	T. Montagne
	EXT.:
	8780

	VENDOR
	MFD
	ROUTE TO:
	Vac Assy


	Reason For Non-Compliance:
	Action (UAI,RWK,SCRP)

	Part #2 has braze material on ID which causes interference with Dia. .870”

	


	Engineer Signature:
	
	Date:
	


