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MFD NON-COMPLIANCE REPORT # 7121
	PART NAME:
	Male Skarpaas Flange
	DATE:
	1/10/06

	PF/SA NO.:
	PF-767-171-01
	INSPECTOR:
	T. Nakashima

	WORK ORDER NO.:
	20012-1
	ENGINEER:
	J. Chan
	EXT.:
	5084

	VENDOR
	MFD
	ROUTE TO:
	MFD Hub


	Reason For Non-Compliance:
	

	Qty: 282 (All) Male Skarpaas Flanges were Inspected for Surface Finish
There are 42 rejected flanges that are in the Ra (Roughness Average) range of 40-60 micron inches.

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Lot 123-137  (Qty: 1)

 

Flange #135  Ra = 44.4

 

 

 

Lot 138-152  (Qty: 12)

Lot 153-167 (Qty:12)

Lot 168-182 (Qty: 13)

Lot 183-197 (Qty: 4)

Flange #138 Ra = 42.4

Flange #153 Ra = 54.6

Flange #168 Ra = 43.0

Flange #183 Ra = 62.6

Flange #139 Ra = 41.0

Flange #155 Ra = 44.0

Flange #169 Ra = 47.5

Flange #184 Ra = 57.9

Flange #141 Ra = 43.6

Flange #156 Ra = 54.3

Flange #171 Ra = 58.6

Flange #185 Ra = 61.0

Flange #142 Ra = 44.7

Flange #157 Ra = 48.9

Flange #172 Ra = 51.4

Flange #186 Ra = 59.1

Flange #143 Ra = 42.5

Flange #158 Ra = 45.7

Flange #173 Ra = 55.4

 

Flange #144 Ra = 43.1

Flange #159 Ra = 43.6

Flange #174 Ra = 48.2

 

Flange #145 Ra = 44.5

Flange #160 Ra = 49.6

Flange #175 Ra = 55.4

 

Flange #146 Ra = 46.2

Flange #161 Ra = 46.6

Flange #176 Ra = 43.3

 

Flange #148 Ra = 49.6

Flange #162 Ra = 54.0

Flange #177 Ra = 41.9

 

Flange #149 Ra = 47.8

Flange #163 Ra = 51.1

Flange #179 Ra = 49.2

 

Flange #150 Ra = 51.1

Flange #164 Ra = 51.7

Flange #180 Ra = 50.1

 

Flange #151 Ra = 53.2

Flange #166 Ra = 45.1

Flange #181 Ra = 52.8

 

 

Flange #182 Ra = 60.5

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Engineer Signature:

Date:


	


